
110312_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110312_0000.a2r 5/17/2010 1:17:09 PM Exoscan - Drywall Analysis Version4
110312 0.0906 0.0000 0.5799 19.0150 0.0000 0.0000 0.0000 S
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110313_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110313_0000.a2r 5/17/2010 1:35:53 PM Exoscan - Drywall Analysis Version4
110313 0.1267 0.0000 0.6629 18.7603 0.0000 0.0000 0.0000 S
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110313_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110313_0001.a2r 5/17/2010 1:44:27 PM Exoscan - Drywall Analysis Version4
110313 0.0574 0.0000 0.5432 18.8368 0.0000 0.0000 0.0000 D
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110314_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110314_0000.a2r 5/17/2010 1:21:26 PM Exoscan - Drywall Analysis Version4
110314 2.9994 0.0000 2.4884 17.9995 0.0000 0.0000 0.0000 S
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110315_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110315_0000.a2r 5/17/2010 11:53:59 AM Exoscan - Drywall Analysis Version4
110315 0.0000 0.0000 0.4869 18.9203 0.0000 0.0000 0.0000 S
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110316_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110316_0000.a2r 5/17/2010 12:28:53 PM Exoscan - Drywall Analysis Version4
110316 3.2711 0.0000 2.5879 17.9549 0.2201 0.0000 0.0000 S
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110317_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110317_0000.a2r 5/17/2010 1:50:23 PM Exoscan - Drywall Analysis Version4
110317 6.0419 0.0000 4.7360 17.1110 0.8502 0.0000 0.0000 S
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110318_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110318_0000.a2r 5/17/2010 1:58:36 PM Exoscan - Drywall Analysis Version4
110318 8.7428 0.0000 6.1993 17.0889 1.0075 0.0000 0.0389 S
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110319_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110319_0000.a2r 5/17/2010 12:34:01 PM Exoscan - Drywall Analysis Version4
110319 10.9624 0.0000 7.6740 16.2053 1.4890 0.2331 0.5667 S
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110320_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110320_0000.a2r 5/17/2010 12:26:36 PM Exoscan - Drywall Analysis Version4
110320 0.0000 0.0000 0.2982 18.4341 0.0000 0.0000 0.0000 S
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110321_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110321_0000.a2r 5/17/2010 1:31:57 PM Exoscan - Drywall Analysis Version4
110321 0.0000 0.0000 0.2772 17.8013 0.0000 0.0000 0.0000 S
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110322_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110322_0000.a2r 5/17/2010 11:45:15 AM Exoscan - Drywall Analysis Version4
110322 7.0744 0.0000 4.9431 17.7822 0.5102 0.0000 0.0000 S
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110323_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110323_0000.a2r 5/17/2010 1:46:17 PM Exoscan - Drywall Analysis Version4
110323 7.1778 0.0000 5.1808 17.4616 0.8146 0.0000 0.0000 S
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110324_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110324_0000.a2r 5/17/2010 12:09:04 PM Exoscan - Drywall Analysis Version4
110324 0.0000 0.0000 0.1944 18.5201 0.0000 0.0000 0.0000 S

Page 1



110324_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110324_0001.a2r 5/17/2010 12:17:36 PM Exoscan - Drywall Analysis Version4
110324 0.0000 0.0000 0.3364 18.4725 0.0000 0.0000 0.0000 D
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110325_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110325_0000.a2r 5/17/2010 2:00:20 PM Exoscan - Drywall Analysis Version4
110325 0.0000 0.0000 0.3771 18.6516 0.0000 0.0000 0.0000 S
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110326_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110326_0000.a2r 5/17/2010 11:34:17 AM Exoscan - Drywall Analysis Version4
110326 0.3874 0.0000 0.8347 18.2345 0.0000 0.0000 0.0000 S
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110327_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110327_0000.a2r 5/17/2010 1:26:59 PM Exoscan - Drywall Analysis Version4
110327 1.9343 0.0000 1.8185 18.4954 0.0000 0.0000 0.0000 S
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110345_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110345_0000.a2r 5/17/2010 11:20:02 AM Exoscan - Drywall Analysis Version4
110345 0.0000 0.0000 0.1023 19.2446 0.0000 0.0000 0.0000 S
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110346_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110346_0000.a2r 5/17/2010 12:03:27 PM Exoscan - Drywall Analysis Version4
110346 0.0000 0.0000 0.0716 18.5662 0.0000 0.0000 0.0000 S
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110347_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110347_0000.a2r 5/17/2010 11:59:09 AM Exoscan - Drywall Analysis Version4
110347 1.8836 0.0000 1.7514 17.5653 0.1165 0.0000 0.0000 S
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110348_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110348_0000.a2r 5/17/2010 11:31:23 AM Exoscan - Drywall Analysis Version4
110348 1.9213 0.0000 1.8190 17.6685 0.0000 0.0000 0.0000 S
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110349_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110349_0000.a2r 5/17/2010 12:38:13 PM Exoscan - Drywall Analysis Version4
110349 0.0000 0.0000 0.3535 18.4802 0.0000 0.0000 0.0000 S
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110350_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110350_0000.a2r 5/17/2010 11:40:13 AM Exoscan - Drywall Analysis Version4
110350 0.3243 0.0000 0.7235 18.1202 0.0000 0.0000 0.0000 S
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110351_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110351_0000.a2r 5/17/2010 11:48:31 AM Exoscan - Drywall Analysis Version4
110351 20.4435 0.0000 14.0241 14.4675 3.3141 0.4759 2.5640 S
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110352_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
110352_0000.a2r 5/17/2010 12:24:48 PM Exoscan - Drywall Analysis Version4
110352 35.1744 0.0000 23.5329 9.2398 5.9158 1.5558 6.4727 S
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