115296_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115296 _0000.a2r 11/8/2010 4:19:08 PM Exoscan - Drywall Analysis Version4
115296 0.1301 0.0000 0.2332 18.3442 0.0000 0.0000 0.0000 S

Page 1



115297_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115297 _0000.a2r 11/10/2010 1:25:10 PM Exoscan - Drywall Analysis Version4
115297 2.2060 0.0000 1.5908 17.1871 0.0000 0.0000 0.0000 S

Page 1



115298_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115298 0000.a2r 11/8/2010 5:18:18 PM Exoscan - Drywall Analysis Version4
115298 0.0000 0.0000 0.0000 18.5070 0.0000 0.0000 0.0000 S

Page 1



115299 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115299 0000.a2r 11/10/2010 1:57:20 PM Exoscan - Drywall Analysis Version4
115299 1.4196 0.0000 1.1466 18.1037 0.0000 0.0000 0.0000 S

Page 1



115300_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115300 _0000.a2r 11/8/2010 4:38:49 PM Exoscan - Drywall Analysis Version4
115300 2.2646 0.0000 1.6226 18.3448 0.0000 0.0000 0.0000 S

Page 1



115301_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115301_0000.a2r 11/10/2010 1:53:28 PM Exoscan - Drywall Analysis Version4
115301 3.0549 0.0000 2.0461 16.8369 0.0000 0.0000 0.0000 S

Page 1



115302_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115302_0000.a2r 11/8/2010 4:24:11 PM Exoscan - Drywall Analysis Version4
115302 0.1025 0.0000 0.8908 6.6361 4.3165 0.0000 3.2977 S

Page 1



115302_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115302_0001.a2r 11/8/2010 4:26:24 PM Exoscan - Drywall Analysis Version4
115302 3.5390 0.0000 2.4718 17.8786 0.0000 0.0000 0.0000 D

Page 1



115303_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115303 _0000.a2r 11/10/2010 1:27:00 PM Exoscan - Drywall Analysis Version4
115303 3.7208 0.0000 2.4771 17.4822 0.0000 0.0008 0.0000 S

Page 1



115304_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115304 _0000.a2r 11/8/2010 5:02:56 PM Exoscan - Drywall Analysis Version4
115304 13.3076 0.5271 6.8341 13.6040 0.2590 0.4200 0.0000 S

Page 1



115305_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115305_0000.a2r 11/10/2010 1:32:51 PM Exoscan - Drywall Analysis Version4
115305 13.1866 0.6680 6.4987 15.1024 0.0000 0.4132 0.0000 S

Page 1



115306_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115306_0000.a2r 11/8/2010 5:00:59 PM Exoscan - Drywall Analysis Version4
115306 0.0000 0.0000 0.0000 18.4136 0.0000 0.0000 0.0000 S

Page 1



115307_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115307_0000.a2r 11/10/2010 1:16:28 PM Exoscan - Drywall Analysis Version4
115307 0.0000 0.0000 0.0000 18.2677 0.0000 0.0000 0.0000 S

Page 1



115308_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115308 _0000.a2r 11/8/2010 4:51:54 PM Exoscan - Drywall Analysis Version4
115308 1.9571 0.0000 1.4339 18.4356 0.0000 0.0000 0.0000 S

Page 1



115309_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115309 0000.a2r 11/10/2010 2:19:20 PM Exoscan - Drywall Analysis Version4
115309 2.1300 0.0000 1.5513 17.9288 0.0000 0.0000 0.0000 S

Page 1



115310_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115310 _0000.a2r 11/4/2010 3:38:31 PM Exoscan - Drywall Analysis Version4
115310 14.0921 0.5738 6.9088 13.7502 0.1254 0.5089 0.0000 S

Page 1



115311_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115311 0000.a2r 11/4/2010 3:40:08 PM Exoscan - Drywall Analysis Version4
115311 14.1001 0.8136 6.7797 15.0874 0.0000 0.4860 0.0000 S

Page 1



115312_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115312 _0000.a2r 11/4/2010 3:48:15 PM Exoscan - Drywall Analysis Version4
115312 14.2609 0.7049 7.0708 14.6335 0.0000 0.5278 0.0000 S

Page 1



115313_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115313 0000.a2r 11/4/2010 3:49:49 PM Exoscan - Drywall Analysis Version4
115313 15.5970 0.5855 7.8831 14.8122 0.0000 0.5694 0.0000 S

Page 1



115314_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115314 0000.a2r 11/8/2010 4:20:37 PM Exoscan - Drywall Analysis Version4
115314 0.6223 0.0000 0.6048 17.9166 0.0000 0.0000 0.0000 S

Page 1



115315_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115315 0000.a2r 11/10/2010 1:38:53 PM Exoscan - Drywall Analysis Version4
115315 5.2614 0.0000 3.5296 17.2621 0.0000 0.0575 0.0000 S

Page 1



115316_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115316 _0000.a2r 11/8/2010 4:57:28 PM Exoscan - Drywall Analysis Version4
115316 0.0000 0.0000 0.0000 18.1109 0.0000 0.0000 0.0000 S

Page 1



115317_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115317_0000.a2r 11/10/2010 1:28:56 PM Exoscan - Drywall Analysis Version4
115317 0.0000 0.0000 0.0000 17.7913 0.0000 0.0000 0.0000 S

Page 1



115319 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115319 0000.a2r 11/8/2010 4:33:23 PM Exoscan - Drywall Analysis Version4
115319 0.6418 0.0000 0.6971 17.9540 0.0000 0.0000 0.0000 S

Page 1



115320_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115320 _0000.a2r 11/8/2010 5:19:49 PM Exoscan - Drywall Analysis Version4
115320 14.9326 0.0000 9.7752 14.4146 2.0758 0.5233 1.3741 S

Page 1



115321_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115321 0000.a2r 11/10/2010 2:30:10 PM Exoscan - Drywall Analysis Version4
115321 18.0200 0.0000 11.8260 14.9253 2.3196 0.6042 1.9375 S

Page 1



115322_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115322 _0000.a2r 11/8/2010 4:54:26 PM Exoscan - Drywall Analysis Version4
115322 2.4600 0.0000 1.8248 16.0516 0.1090 0.0000 3.3071 S

Page 1



115323_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115323 _0000.a2r 11/10/2010 1:47:05 PM Exoscan - Drywall Analysis Version4
115323 1.5350 0.0190 1.1771 17.4951 0.0000 0.0000 3.0881 S

Page 1



115323_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115323 0001.a2r 11/10/2010 1:48:16 PM Exoscan - Drywall Analysis Version4
115323 1.2354 0.0351 0.9988 15.8753 0.0000 0.0000 2.9366 D

Page 1



115324_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115324 _0000.a2r 11/8/2010 5:22:33 PM Exoscan - Drywall Analysis Version4
115324 0.2401 0.0000 0.3150 18.1853 0.0000 0.0000 0.0000 S

Page 1



115325_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115325 _0000.a2r 11/10/2010 1:49:36 PM Exoscan - Drywall Analysis Version4
115325 2.3472 0.0000 1.7719 17.3616 0.0000 0.0000 0.0000 S

Page 1



115326_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115326 _0000.a2r 11/8/2010 4:56:05 PM Exoscan - Drywall Analysis Version4
115326 12.1892 0.6192 6.0128 15.2664 0.0000 0.2590 0.0000 S

Page 1



115327_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115327_0000.a2r 11/10/2010 1:36:51 PM Exoscan - Drywall Analysis Version4
115327 12.4563 0.6483 6.1608 15.3946 0.0000 0.3071 0.0000 S

Page 1



115328_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115328 0000.a2r 11/8/2010 5:26:14 PM Exoscan - Drywall Analysis Version4
115328 0.9777 0.0000 0.8162 16.4571 0.0000 0.0000 0.0000 S

Page 1



115329 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115329 0000.a2r 11/10/2010 1:59:14 PM Exoscan - Drywall Analysis Version4
115329 3.0817 0.0000 2.1413 17.4846 0.0000 0.0000 0.0000 S

Page 1



115330_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115330 _0000.a2r 11/8/2010 5:06:19 PM Exoscan - Drywall Analysis Version4
115330 12.3167 0.6729 6.0037 13.4167 0.0181 0.3655 0.0000 S

Page 1



115331_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115331 _0000.a2r 11/10/2010 2:33:53 PM Exoscan - Drywall Analysis Version4
115331 13.8311 0.7405 6.8828 14.8267 0.0000 0.5039 0.0000 S

Page 1



115332_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115332_0000.a2r 11/4/2010 3:59:15 PM Exoscan - Drywall Analysis Version4
115332 13.5040 0.6929 6.5762 14.4112 0.0000 0.4393 0.0000 S

Page 1



115333_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115333 _0000.a2r 11/4/2010 4:03:06 PM Exoscan - Drywall Analysis Version4
115333 13.6887 0.7837 6.5975 14.4991 0.0000 0.4940 0.0000 S

Page 1



115334_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115334 _0000.a2r 11/8/2010 4:36:51 PM Exoscan - Drywall Analysis Version4
115334 14.0512 0.6678 6.9322 14.2778 0.2253 0.4770 0.0000 S

Page 1



115335_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115335 _0000.a2r 11/10/2010 1:18:27 PM Exoscan - Drywall Analysis Version4
115335 14.3767 0.7527 7.0569 14.9688 0.0000 0.4679 0.0000 S

Page 1



115336_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115336_0000.a2r 11/4/2010 4:09:07 PM Exoscan - Drywall Analysis Version4
115336 13.4914 0.4466 6.8742 13.0697 0.8314 0.4254 0.0000 S

Page 1



115337_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115337_0000.a2r 11/4/2010 4:12:34 PM Exoscan - Drywall Analysis Version4
115337 14.6485 0.6825 7.3709 14.9973 0.0020 0.5427 0.0000 S

Page 1



115338_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115338 _0000.a2r 11/4/2010 4:22:07 PM Exoscan - Drywall Analysis Version4
115338 14.2466 0.6428 7.1695 14.0441 0.0871 0.5754 0.0000 S

Page 1



115339_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115339 0000.a2r 11/4/2010 4:24:24 PM Exoscan - Drywall Analysis Version4
115339 13.3679 0.7342 6.5633 14.6483 0.0000 0.5125 0.0000 S

Page 1



115340_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115340 _0000.a2r 11/4/2010 4:32:55 PM Exoscan - Drywall Analysis Version4
115340 13.2734 0.8094 6.3168 14.7127 0.0000 0.4797 0.0000 S

Page 1



115340_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115340 _0001.a2r 11/4/2010 4:34:14 PM Exoscan - Drywall Analysis Version4
115340 13.4528 0.7683 6.5100 14.9111 0.0000 0.4619 0.0000 D

Page 1



115341_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115341 0000.a2r 11/4/2010 4:35:46 PM Exoscan - Drywall Analysis Version4
115341 14.2128 0.8336 6.9378 14.9594 0.0000 0.5010 0.0000 S

Page 1



115342_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115342 _0000.a2r 11/8/2010 4:59:01 PM Exoscan - Drywall Analysis Version4
115342 13.3108 0.7437 6.4986 14.8513 0.0000 0.4435 0.0000 S

Page 1



115343_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115343 0000.a2r 11/10/2010 1:22:09 PM Exoscan - Drywall Analysis Version4
115343 13.8713 0.7338 6.8666 14.6250 0.0000 0.4833 0.0000 S

Page 1



115343_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115343 0001.a2r 11/10/2010 1:23:55 PM Exoscan - Drywall Analysis Version4
115343 13.2929 0.7416 6.4447 14.3303 0.0000 0.4677 0.0000 D

Page 1



115344_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115344 _0000.a2r 11/8/2010 4:43:21 PM Exoscan - Drywall Analysis Version4
115344 12.5055 0.7163 6.1042 13.5015 0.0000 0.5222 0.0000 S

Page 1



115345_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115345 0000.a2r 11/10/2010 1:14:07 PM Exoscan - Drywall Analysis Version4
115345 13.2210 0.6185 6.5374 14.0158 0.2108 0.4810 0.0000 S

Page 1



115346_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115346 _0000.a2r 11/8/2010 5:24:49 PM Exoscan - Drywall Analysis Version4
115346 27.3318 0.0000 15.8187 11.8562 3.1350 1.4266 2.6721 S

Page 1



115347_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115347_0000.a2r 11/10/2010 2:01:06 PM Exoscan - Drywall Analysis Version4
115347 19.3017 0.1999 10.6219 13.4667 0.8241 0.8046 0.0000 S

Page 1



115348_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115348 0000.a2r 11/8/2010 5:14:40 PM Exoscan - Drywall Analysis Version4
115348 22.3265 0.0000 14.0625 13.8369 3.5223 0.5923 3.1339 S

Page 1



115349 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115349 0000.a2r 11/10/2010 1:51:21 PM Exoscan - Drywall Analysis Version4
115349 0.6833 0.0000 0.6121 17.5474 0.0000 0.0000 0.0000 S

Page 1



115350_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115350 _0000.a2r 11/8/2010 5:13:14 PM Exoscan - Drywall Analysis Version4
115350 0.0000 0.0000 0.0698 16.2175 0.0000 0.0000 0.0000 S

Page 1



115351_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115351 _0000.a2r 11/10/2010 2:32:00 PM Exoscan - Drywall Analysis Version4
115351 0.0000 0.0000 0.1525 18.9826 0.0000 0.0000 0.0000 S

Page 1



115352_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115352 _0000.a2r 11/8/2010 4:29:40 PM Exoscan - Drywall Analysis Version4
115352 13.6103 0.6825 6.6655 14.3856 0.0000 0.5125 0.0000 S

Page 1



115353_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115353 _0000.a2r 11/10/2010 1:55:20 PM Exoscan - Drywall Analysis Version4
115353 17.2506 0.3170 9.2093 13.0913 0.4736 0.9208 0.0000 S

Page 1



115354_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115354 _0000.a2r 11/8/2010 5:16:17 PM Exoscan - Drywall Analysis Version4
115354 13.8947 0.8273 6.6348 15.1047 0.0000 0.5585 0.0000 S

Page 1



115355_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115355 _0000.a2r 11/10/2010 2:04:49 PM Exoscan - Drywall Analysis Version4
115355 13.1611 0.6651 6.5308 13.2982 0.0000 0.4498 0.0000 S

Page 1



115356_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115356_0000.a2r 11/8/2010 5:04:43 PM Exoscan - Drywall Analysis Version4
115356 20.1506 0.0546 11.1446 13.1885 1.4758 0.9228 0.8037 S

Page 1



115357_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115357_0000.a2r 11/10/2010 1:30:49 PM Exoscan - Drywall Analysis Version4
115357 14.7106 0.5686 7.5306 14.6654 0.0000 0.5349 0.0000 S

Page 1



115358_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115358 0000.a2r 11/8/2010 4:35:26 PM Exoscan - Drywall Analysis Version4
115358 15.1450 0.5981 7.6440 14.3572 0.1364 0.5684 0.0000 S

Page 1



115359 0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115359 0000.a2r 11/10/2010 2:02:55 PM Exoscan - Drywall Analysis Version4
115359 28.2401 0.0000 16.5016 10.1933 3.4059 1.5874 2.5104 S

Page 1



115360_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115360 _0000.a2r 11/4/2010 4:44:39 PM Exoscan - Drywall Analysis Version4
115360 13.2969 0.7769 6.4367 14.2021 0.0000 0.5640 0.0000 S

Page 1



115361_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115361 _0000.a2r 11/4/2010 4:46:27 PM Exoscan - Drywall Analysis Version4
115361 12.7532 0.7700 6.0208 14.1933 0.0000 0.5425 0.0000 S

Page 1



115362_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115362_0000.a2r 11/10/2010 2:26:20 PM Exoscan - Drywall Analysis Version4
115362 7.3969 0.0000 5.1444 15.6393 0.9909 0.2034 0.5324 S

Page 1



115363_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115363 _0000.a2r 11/8/2010 5:08:47 PM Exoscan - Drywall Analysis Version4
115363 6.0007 0.0000 3.9972 17.1888 0.1304 0.0530 0.0000 S

Page 1



115363_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115363 _0001.a2r 11/8/2010 5:11:45 PM Exoscan - Drywall Analysis Version4
115363 3.0585 0.0000 2.1813 17.6949 0.0000 0.0000 0.0000 D

Page 1



115364_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115364 _0000.a2r 11/8/2010 4:41:11 PM Exoscan - Drywall Analysis Version4
115364 6.5086 0.0000 4.3959 16.7061 0.6558 0.0791 0.0000 S

Page 1



115365_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115365 _0000.a2r 11/10/2010 2:09:05 PM Exoscan - Drywall Analysis Version4
115365 7.9766 0.0000 5.2924 15.5528 0.7920 0.2001 0.0434 S

Page 1



115365_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115365 _0001.a2r 11/10/2010 2:10:17 PM Exoscan - Drywall Analysis Version4
115365 6.9933 0.0000 4.6729 14.7536 0.7596 0.0902 0.0000 D
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115366_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115366_0000.a2r 11/8/2010 4:44:50 PM Exoscan - Drywall Analysis Version4
115366 13.5710 0.7555 6.5205 14.6046 0.0000 0.5200 0.0000 S
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115366_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115366 _0001.a2r 11/8/2010 4:50:12 PM Exoscan - Drywall Analysis Version4
115366 13.3063 0.7617 6.3277 14.8612 0.0000 0.3849 0.0000 D
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115367_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115367_0000.a2r 11/10/2010 2:28:15 PM Exoscan - Drywall Analysis Version4
115367 14.0240 0.7871 6.7993 14.7524 0.0000 0.5325 0.0000 S
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115368_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115368 _0000.a2r 11/4/2010 4:52:36 PM Exoscan - Drywall Analysis Version4
115368 13.6053 0.7872 6.4562 15.0420 0.0000 0.4652 0.0000 S
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115369_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115369 0000.a2r 11/4/2010 4:54:45 PM Exoscan - Drywall Analysis Version4
115369 13.6328 0.7944 6.5593 14.7936 0.0000 0.5187 0.0000 S
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115370_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115370 _0000.a2r 11/8/2010 4:27:57 PM Exoscan - Drywall Analysis Version4
115370 13.9760 0.8016 6.7017 14.6837 0.0000 0.5300 0.0000 S
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115371_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115371 _0000.a2r 11/10/2010 1:41:47 PM Exoscan - Drywall Analysis Version4
115371 13.4864 0.6993 6.5628 13.8657 0.0000 0.4544 0.0000 S
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115372_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115372_0000.a2r 11/10/2010 1:34:46 PM Exoscan - Drywall Analysis Version4
115372 4.4477 0.0000 3.0751 17.6396 0.0000 0.0882 0.0000 S
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115373_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115373 _0000.a2r 11/8/2010 4:31:31 PM Exoscan - Drywall Analysis Version4
115373 0.0000 0.0000 0.0000 17.4242 0.0000 0.0000 0.0000 S
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115374_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

115374_0000.a2r 11/24/2010 3:16:14 PM Exoscan - Drywall Analysis Version4
115374 13.7027 0.7832 6.7707 14.9462 0.9440 0.5412 0.0000 S
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