116376_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116376_0000.a2r 11/8/2010 3:59:35 PM Exoscan - Drywall Analysis Version4
116376 0.0000 0.0000 0.0000 18.4847 0.0000 0.0000 0.0000 S

Page 1



116377_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116377_0000.a2r 11/10/2010 5:10:55 PM Exoscan - Drywall Analysis Version4
116377 0.0000 0.0000 0.0000 18.0170 0.0000 0.0000 0.0000 S

Page 1



116378_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116378 _0000.a2r 11/5/2010 3:58:40 PM Exoscan - Drywall Analysis Version4
116378 0.0000 0.0000 0.0000 18.3027 0.0000 0.0000 0.0000 S

Page 1



116379_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116379 _0000.a2r 11/5/2010 4:04:28 PM Exoscan - Drywall Analysis Version4
116379 0.0000 0.0000 0.0000 17.9608 0.0000 0.0000 0.0000 S

Page 1



116380_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116380_0000.a2r 11/5/2010 4:10:43 PM Exoscan - Drywall Analysis Version4
116380 0.0000 0.0000 0.0000 18.5992 0.0000 0.0000 0.0000 S

Page 1



116381_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116381 _0000.a2r 11/5/2010 4:12:27 PM Exoscan - Drywall Analysis Version4
116381 0.0000 0.0000 0.0000 18.0674 0.0000 0.0000 0.0000 S

Page 1



116382_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116382_0000.a2r 11/8/2010 2:56:03 PM Exoscan - Drywall Analysis Version4
116382 0.3810 0.0000 0.4052 18.3238 0.0000 0.0000 0.0000 S

Page 1



116383_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116383_0000.a2r 11/10/2010 5:16:21 PM Exoscan - Drywall Analysis Version4
116383 0.0000 0.0000 0.0000 18.2618 0.0000 0.0000 0.0000 S

Page 1



116384_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116384 _0000.a2r 11/5/2010 4:18:51 PM Exoscan - Drywall Analysis Version4
116384 4.0321 0.0000 2.8847 17.9547 0.0000 0.0000 0.0000 S

Page 1



116385_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116385 _0000.a2r 11/5/2010 4:20:46 PM Exoscan - Drywall Analysis Version4
116385 0.6515 0.0000 0.6072 16.4525 0.0000 0.0000 0.0000 S

Page 1



116386_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116386_0000.a2r 11/8/2010 2:35:54 PM Exoscan - Drywall Analysis Version4
116386 0.0000 0.0000 0.0000 18.2524 0.0000 0.0000 0.0000 S

Page 1



116387_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116387_0000.a2r 11/10/2010 5:28:30 PM Exoscan - Drywall Analysis Version4
116387 0.0000 0.0000 0.0507 18.7673 0.0000 0.0000 0.0000 S

Page 1



116388_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116388 _0000.a2r 11/5/2010 4:27:55 PM Exoscan - Drywall Analysis Version4
116388 0.0000 0.0000 0.0000 18.1572 0.0000 0.0000 0.0000 S

Page 1



116388_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116388 _0001.a2r 11/5/2010 4:29:55 PM Exoscan - Drywall Analysis Version4
116388 0.0000 0.0000 0.0000 17.2523 0.0000 0.0000 0.0000 D

Page 1



116389_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116389 0000.a2r 11/5/2010 4:31:17 PM Exoscan - Drywall Analysis Version4
116389 0.0000 0.0000 0.0000 18.2327 0.0000 0.0000 0.0000 S

Page 1



116390_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116390 _0000.a2r 11/8/2010 3:32:48 PM Exoscan - Drywall Analysis Version4
116390 0.0000 0.0000 0.0000 16.1975 0.0000 0.0000 0.0000 S

Page 1



116391_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116391 _0000.a2r 11/10/2010 5:34:45 PM Exoscan - Drywall Analysis Version4
116391 0.0000 0.0000 0.0000 18.3572 0.0000 0.0000 0.0000 S

Page 1



116392_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116392_0000.a2r 11/8/2010 3:38:43 PM Exoscan - Drywall Analysis Version4
116392 0.0000 0.0000 0.0000 18.5843 0.0000 0.0000 0.0000 S

Page 1



116393_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116393 _0000.a2r 11/10/2010 4:23:09 PM Exoscan - Drywall Analysis Version4
116393 2.7074 0.0000 1.9365 16.1726 0.0000 0.0000 0.0000 S

Page 1



116394_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116394 _0000.a2r 11/8/2010 3:53:01 PM Exoscan - Drywall Analysis Version4
116394 0.0000 0.0000 0.0000 18.4450 0.0000 0.0000 0.0000 S

Page 1



116395_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116395 _0000.a2r 11/10/2010 4:50:37 PM Exoscan - Drywall Analysis Version4
116395 0.0000 0.0000 0.0000 18.6771 0.0000 0.0000 0.0000 S

Page 1



116396_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116396_0000.a2r 11/5/2010 4:40:01 PM Exoscan - Drywall Analysis Version4
116396 0.0000 0.0000 0.0000 18.6156 0.0000 0.0000 0.0000 S

Page 1



116397_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116397_0000.a2r 11/5/2010 4:41:40 PM Exoscan - Drywall Analysis Version4
116397 0.0000 0.0000 0.0000 18.4317 0.0000 0.0000 0.0000 S

Page 1



116398_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116398 _0000.a2r 11/5/2010 4:48:01 PM Exoscan - Drywall Analysis Version4
116398 1.0940 0.0342 0.7377 19.4755 0.0000 0.0000 0.0000 S

Page 1



116399_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116399 0001.a2r 11/5/2010 4:52:03 PM Exoscan - Drywall Analysis Version4
116399 0.3211 0.0314 0.2452 20.0266 0.0000 0.0000 0.0000 S

Page 1



116400_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116400_0000.a2r 11/5/2010 4:58:18 PM Exoscan - Drywall Analysis Version4
116400 0.6950 0.0607 0.4552 20.8113 0.0000 0.0000 0.0000 S

Page 1



116401_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116401_0000.a2r 11/5/2010 5:02:12 PM Exoscan - Drywall Analysis Version4
116401 0.3743 0.0783 0.2726 20.3063 0.0000 0.0000 0.0000 S

Page 1



116401_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116401_0001.a2r 11/5/2010 5:04:18 PM Exoscan - Drywall Analysis Version4
116401 0.4469 0.0347 0.2805 21.2299 0.0000 0.0000 0.0000 D

Page 1



116402_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116402_0000.a2r 11/8/2010 3:10:44 PM Exoscan - Drywall Analysis Version4
116402 61.2746 0.0000 39.2693 1.9323 12.7932 3.9450 13.7287 S

Page 1



116403_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116403_0000.a2r 11/10/2010 5:00:16 PM Exoscan - Drywall Analysis Version4
116403 48.4769 0.0000 31.2478 4.1576 8.6634 3.1141 10.5027 S

Page 1



116404_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116404 _0000.a2r 11/8/2010 3:15:21 PM Exoscan - Drywall Analysis Version4
116404 15.0260 0.0000 10.4382 11.2475 2.3689 0.7314 2.0675 S

Page 1



116405_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116405_0000.a2r 11/10/2010 5:36:34 PM Exoscan - Drywall Analysis Version4
116405 3.9305 0.0000 2.8984 17.2684 0.2027 0.0321 0.0000 S

Page 1



116406_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116406_0000.a2r 11/8/2010 3:18:52 PM Exoscan - Drywall Analysis Version4
116406 6.5249 0.0000 4.6392 14.9425 0.8993 0.2445 0.0000 S

Page 1



116406_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116406_0001.a2r 11/8/2010 3:20:27 PM Exoscan - Drywall Analysis Version4
116406 6.8215 0.0000 4.6479 16.2032 0.6409 0.1309 0.0000 D

Page 1



116407_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116407_0000.a2r 11/10/2010 4:46:52 PM Exoscan - Drywall Analysis Version4
116407 0.0000 0.0000 0.0000 18.0747 0.0000 0.0000 0.0000 S

Page 1



116408_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116408 _0000.a2r 11/8/2010 2:20:44 PM Exoscan - Drywall Analysis Version4
116408 0.0000 0.0000 0.0853 18.2908 0.0000 0.0000 0.0000 S

Page 1



116409_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116409 _0000.a2r 11/10/2010 4:19:19 PM Exoscan - Drywall Analysis Version4
116409 0.0000 0.0000 0.0000 18.2033 0.0000 0.0000 0.0000 S

Page 1



116410_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116410 _0000.a2r 11/8/2010 3:13:16 PM Exoscan - Drywall Analysis Version4
116410 0.0000 0.0000 0.0000 18.0399 0.0000 0.0000 0.0000 S

Page 1



116411_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116411 0000.a2r 11/10/2010 4:17:01 PM Exoscan - Drywall Analysis Version4
116411 0.0697 0.0000 0.2600 17.7029 0.0000 0.0000 0.0000 S

Page 1



116412_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116412 _0000.a2r 11/8/2010 3:23:56 PM Exoscan - Drywall Analysis Version4
116412 56.5571 0.0000 36.6495 1.3626 12.1691 3.6068 12.7971 S

Page 1



116413_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116413 0000.a2r 11/10/2010 4:38:42 PM Exoscan - Drywall Analysis Version4
116413 15.6864 0.0000 10.3555 15.1134 1.8891 0.5613 1.2790 S

Page 1



116413_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116413 0001.a2r 11/10/2010 4:39:53 PM Exoscan - Drywall Analysis Version4
116413 20.5457 0.0000 13.3024 13.8206 2.6884 0.9083 2.7198 D

Page 1



116414_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116414 0000.a2r 11/8/2010 3:51:05 PM Exoscan - Drywall Analysis Version4
116414 2.3452 0.0000 1.8587 16.6186 0.2326 0.0000 0.0000 S

Page 1



116415_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116415 0000.a2r 11/10/2010 5:09:01 PM Exoscan - Drywall Analysis Version4
116415 0.0000 0.0000 0.0000 18.1646 0.0000 0.0000 0.0000 S

Page 1



116416_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116416 _0000.a2r 11/8/2010 3:56:43 PM Exoscan - Drywall Analysis Version4
116416 10.7658 0.0000 7.0959 16.1410 1.4651 0.3305 1.0460 S

Page 1



116417_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116417_0000.a2r 11/10/2010 5:20:15 PM Exoscan - Drywall Analysis Version4
116417 9.7163 0.0000 6.4694 16.7405 0.7884 0.1929 0.2037 S

Page 1



116419_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116419 0000.a2r 11/8/2010 2:46:08 PM Exoscan - Drywall Analysis Version4
116419 60.4682 0.0000 38.8296 1.9532 12.0922 3.7720 13.2713 S

Page 1



116420_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116420 _0000.a2r 11/8/2010 2:40:08 PM Exoscan - Drywall Analysis Version4
116420 0.0000 0.0000 0.0000 17.0831 0.0000 0.0000 0.0000 S

Page 1



116421_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116421 0000.a2r 11/10/2010 4:27:21 PM Exoscan - Drywall Analysis Version4
116421 4.1768 0.0000 3.4538 13.9958 0.5933 0.2455 0.0000 S

Page 1



116422_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116422 0000.a2r 11/8/2010 2:15:47 PM Exoscan - Drywall Analysis Version4
116422 9.9880 0.0000 6.5289 16.5770 1.1443 0.2967 0.1278 S

Page 1



116423_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116423 _0000.a2r 11/10/2010 4:21:12 PM Exoscan - Drywall Analysis Version4
116423 0.0000 0.0000 0.0000 18.5020 0.0000 0.0000 0.0000 S

Page 1



116424_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116424 0000.a2r 11/8/2010 3:34:48 PM Exoscan - Drywall Analysis Version4
116424 0.0000 0.0000 0.0000 18.2442 0.0000 0.0000 0.0000 S

Page 1



116425_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116425 0000.a2r 11/10/2010 4:43:04 PM Exoscan - Drywall Analysis Version4
116425 0.0000 0.0000 0.0000 17.6148 0.0000 0.0000 0.0000 S

Page 1



116426_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116426 _0000.a2r 11/8/2010 3:49:00 PM Exoscan - Drywall Analysis Version4
116426 0.0000 0.0000 0.0000 16.0472 0.0000 0.0000 0.0000 S

Page 1



116427_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116427 _0000.a2r 11/10/2010 4:55:04 PM Exoscan - Drywall Analysis Version4
116427 0.0000 0.0139 0.0000 17.7134 0.0000 0.0000 0.0000 S

Page 1



116428_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116428 0000.a2r 11/8/2010 3:37:11 PM Exoscan - Drywall Analysis Version4
116428 0.0000 0.0000 0.0000 19.2193 0.0000 0.0000 0.0000 S

Page 1



116429 _0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116429 0000.a2r 11/10/2010 5:07:12 PM Exoscan - Drywall Analysis Version4
116429 0.0000 0.0000 0.0000 18.9908 0.0000 0.0000 0.0000 S

Page 1



116430_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116430 _0000.a2r 11/8/2010 3:08:51 PM Exoscan - Drywall Analysis Version4
116430 0.0000 0.0000 0.0000 18.7703 0.0000 0.0000 0.0000 S

Page 1



116431_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116431 _0000.a2r 11/10/2010 5:25:58 PM Exoscan - Drywall Analysis Version4
116431 0.0000 0.0000 0.0000 18.9809 0.0000 0.0000 0.0000 S

Page 1



116431_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116431 _0001.a2r 11/10/2010 5:27:10 PM Exoscan - Drywall Analysis Version4
116431 0.0000 0.0000 0.0000 18.9413 0.0000 0.0000 0.0000 D

Page 1



116432_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116432_0000.a2r 11/8/2010 2:33:49 PM Exoscan - Drywall Analysis Version4
116432 0.0000 0.0000 0.0000 18.8037 0.0000 0.0000 0.0000 S

Page 1



116433_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116433_0000.a2r 11/10/2010 4:52:46 PM Exoscan - Drywall Analysis Version4
116433 0.0000 0.0000 0.0000 18.9640 0.0000 0.0000 0.0000 S

Page 1



116434_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116434 _0000.a2r 11/8/2010 2:18:52 PM Exoscan - Drywall Analysis Version4
116434 2.8538 0.0000 2.1408 18.2078 0.1365 0.0000 0.0000 S

Page 1



116435_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116435 _0000.a2r 11/10/2010 5:05:38 PM Exoscan - Drywall Analysis Version4
116435 62.1907 0.0000 40.7407 2.1439 11.7413 3.9770 14.0246 S

Page 1



116436_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116436_0000.a2r 11/8/2010 4:01:01 PM Exoscan - Drywall Analysis Version4
116436 8.8891 0.0000 6.0118 15.4588 1.0164 0.2780 0.1257 S

Page 1



116437_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116437_0000.a2r 11/10/2010 4:29:34 PM Exoscan - Drywall Analysis Version4
116437 29.2228 0.0000 18.7397 11.7203 4.3713 1.6203 4.4890 S

Page 1



116438_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116438 _0000.a2r 11/8/2010 3:40:53 PM Exoscan - Drywall Analysis Version4
116438 0.0000 0.0000 0.0000 19.4440 0.0000 0.0000 0.0000 S

Page 1



116439_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116439 0000.a2r 11/10/2010 4:25:08 PM Exoscan - Drywall Analysis Version4
116439 0.0000 0.0000 0.0000 18.7928 0.0000 0.0000 0.0000 S

Page 1



116440_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116440 _0000.a2r 11/8/2010 3:03:44 PM Exoscan - Drywall Analysis Version4
116440 0.0000 0.0142 0.0000 18.9179 0.0000 0.0000 0.0000 S

Page 1



116441_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116441 0000.a2r 11/10/2010 4:31:25 PM Exoscan - Drywall Analysis Version4
116441 0.0000 0.0000 0.0000 18.6330 0.0000 0.0000 0.0000 S

Page 1



116442_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116442 _0000.a2r 11/8/2010 3:25:55 PM Exoscan - Drywall Analysis Version4
116442 15.5791 0.0000 9.8813 13.4457 2.0708 1.0481 2.3009 S

Page 1



116443_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116443 _0000.a2r 11/10/2010 4:48:43 PM Exoscan - Drywall Analysis Version4
116443 4.2244 0.0000 3.0396 17.7997 0.0000 0.0037 0.0000 S

Page 1



116444_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116444 0000.a2r 11/8/2010 3:22:12 PM Exoscan - Drywall Analysis Version4
116444 43.7426 0.0000 29.0633 1.7755 9.5921 3.1688 10.1008 S

Page 1



116445_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116445 0000.a2r 11/10/2010 4:57:00 PM Exoscan - Drywall Analysis Version4
116445 61.0323 0.0000 39.4161 1.8467 11.7061 3.8399 13.1779 S

Page 1



116446_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116446 _0000.a2r 11/8/2010 2:37:54 PM Exoscan - Drywall Analysis Version4
116446 0.0000 0.0067 0.0000 19.6908 0.0000 0.0000 0.0000 S

Page 1



116447_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116447 _0000.a2r 11/10/2010 5:18:16 PM Exoscan - Drywall Analysis Version4
116447 4.6162 0.0000 3.1704 18.0620 0.0000 0.0000 0.0000 S

Page 1



116448_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116448 0000.a2r 11/8/2010 2:28:44 PM Exoscan - Drywall Analysis Version4
116448 0.0000 0.0000 0.0000 18.3814 0.0000 0.0000 0.0000 S

Page 1



116449_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116449 0000.a2r 11/10/2010 5:13:06 PM Exoscan - Drywall Analysis Version4
116449 0.0000 0.0000 0.0000 18.6543 0.0000 0.0000 0.0000 S

Page 1



116450_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116450 _0000.a2r 11/8/2010 3:44:04 PM Exoscan - Drywall Analysis Version4
116450 0.0000 0.0000 0.0000 18.1870 0.0000 0.0000 0.0000 S

Page 1



116450_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116450 _0001.a2r 11/8/2010 3:45:47 PM Exoscan - Drywall Analysis Version4
116450 0.0000 0.0000 0.0000 18.2281 0.0000 0.0000 0.0000 D

Page 1



116451_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116451 0000.a2r 11/10/2010 5:40:04 PM Exoscan - Drywall Analysis Version4
116451 0.0000 0.0000 0.0000 18.9119 0.0000 0.0000 0.0000 S

Page 1



116451_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116451 0001.a2r 11/10/2010 5:41:16 PM Exoscan - Drywall Analysis Version4
116451 0.0000 0.0000 0.0000 18.7352 0.0000 0.0000 0.0000 D

Page 1



116452_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116452 _0000.a2r 11/5/2010 5:13:46 PM Exoscan - Drywall Analysis Version4
116452 0.0000 0.0000 0.0000 18.5569 0.0000 0.0000 0.0000 S

Page 1



116453_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116453 _0000.a2r 11/5/2010 5:15:59 PM Exoscan - Drywall Analysis Version4
116453 0.0000 0.0000 0.0000 17.8626 0.0000 0.0000 0.0000 S

Page 1



116454_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116454 _0000.a2r 11/8/2010 2:43:32 PM Exoscan - Drywall Analysis Version4
116454 0.0000 0.0000 0.0000 18.7793 0.0000 0.0000 0.0000 S

Page 1



116454_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116454 0001.a2r 11/8/2010 2:44:46 PM Exoscan - Drywall Analysis Version4
116454 0.0000 0.0000 0.0000 17.9215 0.0000 0.0000 0.0000 D

Page 1



116455_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116455 _0000.a2r 11/10/2010 5:32:51 PM Exoscan - Drywall Analysis Version4
116455 3.0388 0.0000 2.1324 15.5563 0.3445 0.1435 0.0000 S

Page 1



116456_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116456_0000.a2r 11/8/2010 3:05:20 PM Exoscan - Drywall Analysis Version4
116456 0.0000 0.0000 0.0000 18.0886 0.0000 0.0000 0.0000 S

Page 1



116457_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116457_0000.a2r 11/10/2010 5:02:46 PM Exoscan - Drywall Analysis Version4
116457 0.0000 0.0000 0.0000 18.5655 0.0000 0.0000 0.0000 S

Page 1



116457_0001

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116457_0001.a2r 11/10/2010 5:03:58 PM Exoscan - Drywall Analysis Version4
116457 0.0000 0.0000 0.0000 18.1377 0.0000 0.0000 0.0000 D

Page 1



116458_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116458 0000.a2r 11/8/2010 3:27:54 PM Exoscan - Drywall Analysis Version4
116458 0.0000 0.0000 0.0657 17.3071 0.0000 0.0000 0.0000 S

Page 1



116459 _0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116459 0000.a2r 11/10/2010 5:30:10 PM Exoscan - Drywall Analysis Version4
116459 0.0000 0.0000 0.0000 18.2897 0.0000 0.0000 0.0000 S

Page 1



116460_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116460 _0000.a2r 11/8/2010 2:57:29 PM Exoscan - Drywall Analysis Version4
116460 3.2518 0.0000 2.2259 17.3909 0.1824 0.1304 0.0000 S

Page 1



116461_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116461 _0000.a2r 11/10/2010 5:22:15 PM Exoscan - Drywall Analysis Version4
116461 0.0051 0.0000 0.2512 18.7138 0.0000 0.0000 0.0000 S

Page 1



116462_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116462_0000.a2r 11/8/2010 3:54:54 PM Exoscan - Drywall Analysis Version4
116462 17.1718 0.0000 11.1714 14.4844 2.3876 0.8626 1.9267 S

Page 1



116463_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

116463_0000.a2r 11/10/2010 4:41:11 PM Exoscan - Drywall Analysis Version4
116463 45.8538 0.0000 30.4547 6.4980 8.2958 2.7800 9.1059 S

Page 1



118151_0000

File Location DateTime Method SamplelD Carbonate Abs Carbonate
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments

118151 0000.a2r 11/24/2010 3:49:11 PM Exoscan - Drywall Analysis Version4
118151 0.0000 0.0031 0.0000 18.0148 0.7534 0.0000 0.0000 S

Page 1
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